
 

ECCA standard Title 

EN 13523-0:2001 General introduction and list of test methods 

EN 13523-1:2009 FILM THICKNESS 

EN 13523-2:2001 SPECULAR GLOSS 

EN 13523-3:2001 COLOUR DIFFERENCE 

EN 13523-4:2001 PENCIL HARDNESS 

EN 13523-5:2001 RESISTANCE TO RAPID (impact test) 

EN 13523-6:2002 ADHESION AFTER INDENTATION (cupping test) 

EN 13523-7:2001 RESISTANCE TO CRACKING ON BENDING (T-bend test) 

EN 13523-8:2010 RESISTANCE TO SALT SPRAY (fog) 

EN 13523-9:2001 RESISTANCE TO WATER IMMERSION 

EN 13523-10:2010 RESISTANCE TO FLUORESCENT UV LIGHT AND WATER CONDENSATION 

EN 13523-11:2011 RESISTANCE TO SOLVENTS (RUBBING TEST) 

EN 13523-12:2004 RESISTANCE TO SCRATCHING 

EN 13523-13:2001 RESISTANCE TO ACCELERATED AGEING BY THE USE OF HEAT 

EN 13523-14:2001 CHALKING 

EN 13523-15:2002 METAMERISM 

EN 13523-16:2004 ABRASION RESISTANCE 

EN13523-17:2011 ADHESION OF STRIPPABLE FILMS 

EN 13523-18:2002 RESISTANCE TO STAINING 

EN13523-19:2011 PANEL DESIGN AND METHOD FOR ATMOSPHERIC EXPOSURE TESTING 

EN13523-20:2011 FOAM ADHESION 

EN 13523-21:2010 EVALUATION OF OUTDOOR EXPOSED PANELS 

EN 13523-22:2010 COLOUR DIFFERENCE; VISUAL COMPARISON 

EN 13523-23:2002 COLOUR STABILITY IN HUMID ATMOSPHERES CONTAINING SULPHUR DIOXIDE 

EN13523-24:2004 ESISTANCE TO BLOCKING AND PRESSURE MARKING 

EN13523-25:2006 RESISTANCE TO HUMIDITY 

EN13523-26:2006 RESISTANCE TO CONDENSATION OF WATER 

EN13523-27:2009 RESISTANCE TO HUMID POULTICE (CATAPLASM TEST) 

EN13523-29:2010 RESISTANCE TO ENVIRONMENTAL SOILING (DIRT PICK-UP AND STRIPING) 


